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We present a study of the magnetic field tuned superconductor-to-insulator transition (SIT) in
the electron gas that forms at the LaAlO3/SrTiO3 interface. We find that the magnetic field induces
a transition into a weakly insulating state, as is observed for the electrostatically tuned SIT at this
interface. Finite size scaling of the magnetoresistance yields the critical exponent product zν '
7/3, indicating that the transition is governed by quantum percolation effects. While such critical
exponents have been reported previously for high resistance films, they have not been reported for
a low resistance system like ours, with a maximum sheet resistance of ≈ 1.5 kΩ, much less than the
quantum of resistance RQ ≡ h/4e2 = 6.45 kΩ.
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Two dimensional superconductors are known to un-
dergo a superconductor-to-insulator transition (SIT)
upon varying an external parameter like disorder or mag-
netic field [1, 2]. This SIT is one of the most widely stud-
ied experimental realizations of a quantum phase transi-
tion (QPT) [3–7]. Theoretically, the system is believed
to transition into an insulating state beyond a certain
critical value of the external tuning parameter. Two pos-
sible scenarios for the nature of this insulating state have
been proposed: (i) the system is a Bose insulator, char-
acterized by localized Cooper pairs with a non-zero pair
amplitude [1, 2]; or (ii) the system is a Fermi insula-
tor, characterized by localized electrons and a vanishing
pair amplitude signifying the complete destruction of su-
perconductivity [8]. Experimentally this transition has
been studied on a variety of thin superconducting films
prepared from different materials [3–7]. One of the ob-
served characteristic signatures of the phase transition is
the fan shaped curves of the temperature dependence of
resistance, as a function of the disorder or the magnetic
field, marking the transition from a zero resistance su-
perconducting state to a high resistance insulating state.
However, the strength and nature of the insulating state
reached is different for different materials, and there is
still debate about the universality of this transition as
predicted by the theory.

At finite temperatures T , one of the ways in which the
SIT is studied is through the scaling of the resistance of
the system with magnetic field H near a critical point.
According to theory, the resistance of the system takes
the scaling form [2],

R(H,T ) = RCf [(H −HC)/T 1/zν ] (1)

where f is a function of H and T . Here HC is the critical
field at which the transition occurs, z is the dynamical
critical exponent, ν is the correlation length exponent,
and RC is a constant. Near the transition, the physics is

governed by the competition between two length scales,
the quantum fluctuations correlation length, ξ ∼ |H −
HC |−ν , and a thermal length, LT ∝ T 1/z. The ther-
mal length LT is the length scale at which the quantum
fluctuations at finite frequency ~Ω are cut off by the tem-
perature kBT . The resistance is some universal function
of the ratio of these two length scales which gives rise
to the scaling form above. Such scaling behaviour is a
strong indicator of the occurrence of a phase transition,
especially in the case of a continuous phase transition
such as the magnetic field tuned SIT, with the values of
the critical exponents determining the universality class
of the transition.

Here we report measurements of the perpendicular
magnetic field tuned SIT that occurs in the two dimen-
sional electron gas (2DEG) which forms at the inter-
face between the two band insulators LaAlO3 (LAO) and
SrTiO3 (STO) [9]. It has been shown previously that this
system can be tuned through a SIT on the application of
a gate voltage [12, 15], which has the effect of changing
the carrier density at the interface. Electrical transport
measurements reported by various groups so far suggest
that the system transitions into a weakly insulating state
in the gate tuned SIT [12–15]. In this paper, we study the
effect of a magnetic field on this system at various gate
voltages at which the system is superconducting, with
the normal-state sheet resistance of the 2DEG varying
from RN� ≈ 800 Ω to RN� ≈ 1500 Ω for the range of
measured gate voltages. We find a similar weakly insu-
lating state in the magnetic field tuned transition at this
interface. The resistance scales with H and T in accor-
dance with Eq. (1) with the critical exponent product
zν = 7/3 giving the best scaling of the magnetoresis-
tance (MR) data for all gate voltages. This indicates
that quantum percolation effects dominate transport at
the transition, i.e., Cooper pair tunneling (as opposed to
direct transport) across a non-superconducting barrier
gives rise to conduction as one approaches the transition
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from the insulating side [16]. The system can be mod-
eled as a network of superconducting grains (gap, ∆ >
0) embedded in a non-superconducting material (∆ = 0)
with strong e − e interactions. This model is supported
by the growing evidence for local inhomogeneity at the
interface [13, 17, 19].

In addition to superconductivity, this system also
shows signature of ferromagnetism that coexists with the
superconductivity [12, 17, 18], where the ferromagnetic
moment lies in the plane of the 2DEG [17, 20]. Due to the
effect of the magnetization dynamics of the ferromagnet,
the magnetoresistance of the system is hysteretic [12, 13].
In order to study the magnetic field-tuned transition at
the interface, we have chosen to eliminate the effect of
hysteresis due to the ferromagnet on the 2DEG by ap-
plying a small parallel field, H‖ = 100 mT that aligns the
moment of the ferromagnet in one direction. The sam-
ple growth and electrical transport properties have been
discussed in earlier publications [10–13]. The electrical
transport measurements of the sample were made using
a standard a.c. lockin technique, with an excitation cur-
rent of 19.2 nA and a frequency of 22.6 Hz in a dilution
refrigerator.

Each panel in Fig. 1 shows the MR of the system at
four temperatures below the measured transition temper-
ature TC of the sample, where we define TC as the mid-
point of the resistive transition. The three panels show
the MR for three different gate voltages at which the
system is superconducting. Due to the application of a
constant parallel field, the MR is non-hysteretic. Hence,
we show data for one sweep direction of H⊥ (H⊥ swept
from 0 → 320 mT). (The parallel field also results in a
small (∼ 3 mT) asymmetry about H⊥ = 0 mT due to
the misalignment of the sample in the field.) In these
samples, the maximum TC occurs at Vg = 60 V, with the
TC decreasing upon further reduction of Vg. For all gate
voltages, the system reaches a state of higher resistance
with a weak temperature dependence upon the applica-
tion of magnetic field. It has been argued by us [13] and
others [14] that the nature of the insulating state in the
gate voltage tuned SIT can be described by taking into
account the e − e interactions in the electron gas. This
picture describes the observed weak temperature depen-
dence of the resistance in the electrostatically tuned SIT.
An obvious question arises about the nature and strength
of the insulating state in the magnetic field tuned tran-
sition, which we address below.

It is seen from Fig. 1 that beyond a certain critical
field (which is roughly the field at which the different MR
isotherms cross; more on the determination of the criti-
cal field below) the MR increases slowly with the field at
all temperatures for all the gate voltages. Unlike more
resistive systems in which the field-tuned transition is
studied [7, 21, 22], we do not observe a large peak in the
MR, at least in the measured field range. This peak in
MR is believed to arise due to the localization of Cooper
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FIG. 1. (a), (b), and (c) are the MR at four different temper-
atures for the three different gate voltages, Vg = 60 V, 40 V,
and 20 V respectively, in order of decreasing TCs. All the MR
data are at temperatures which are lower than the measured
TCs at all the gate voltages. The insets show the zoomed
in region of the MR where the different isotherms cross each
other. Nominally, the field at which the crossing occurs is
close to the critical field HC of the field induced SIT.

pairs in the insulating state, with the size of the peak in-
creasing with decreasing temperature. One way to think
about the origin of the peak is that an increasing mag-
netic field causes phase randomization between the neigh-
bouring superconducting grains, which makes it difficult
for Cooper pairs to tunnel between them, resulting in an
increase in resistance. An observation of the MR peak is
one of the signatures of the system being in the so-called
Bose insulator phase. The fact that we do not observe
this peak, coupled with the relatively small temperature
dependence of the MR might suggest that the insulating
state reached in the field tuned transition is dominated
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FIG. 2. The magnetic field induces a transition into a weakly
insulating state as seen for Vg = 60 V here. The transition
happens close to H⊥ = 159 mT. T = 50 mK.

by Fermion physics, i.e., that the superconducting gap is
uniformly destroyed throughout the sample and that the
transition is more like a superconductor-to-metal transi-
tion. However, as mentioned above, the weakly insulat-
ing regime in the gate tuned SIT can be explained by the
e − e interactions in the system, and the distinction, if
any, between a metal with strong e− e interactions and
a weak insulator is difficult to resolve through the MR
data. One therefore needs to perform a scaling analysis
of the SIT, and from the critical exponents extracted,
more can be said about the nature of the transition, as
we show below.

In order to verify that the magnetic field does indeed
cause a transition to a weakly insulating state, we have
measured the differential resistance of the sample as a
function of applied dc current Idc at various discrete mag-
netic fields. This is shown in Fig. 2 for Vg = 60 V and
T= 50 mK. As the field is increased, the system transi-
tions from a superconducting to an insulating regime, as
seen by the disappearance of the two dips in resistance
at low bias between H = 150 mT and H = 159 mT. For
the highest measured field, H⊥ = 318 mT, the fractional
change in resistance between Idc = 0 µA and Idc = 1 µA
is ∼ 3.2 %. A similar change of resistance is observed
in the insulating state reached by the gate voltage tuned
transition [13, 14].

As discussed above, one of the ways in which the field
tuned transition is analyzed is through the universal scal-
ing behaviour of some physical property of the sample,
such as resistance. A critical factor determining the suc-
cessful scaling of experimental data is the determination
of the critical field HC . One way to determine HC is to
see at what field the different MR isotherms cross (Fig.
1). However, this does not give an accurate measure of
the HC , especially for low resistance samples like ours.
From Fig. 2 it can be seen that the transition happens
close to H⊥ = 159 mT for Vg = 60 V. However, the deter-
mination of HC by changing the field in discrete steps is

a very time consuming process, particularly for a system
with such a large phase space.

To ascertain the value of HC for the different gate volt-
ages in the superconducting regime, we have measured
the third derivative of voltage with current, d3V/dI3, as
a function of the field. The advantage of this technique
is that it is much faster to observe the field tuned tran-
sition compared to measuring the R vs. T or I-V char-
acteristics at discrete magnetic fields. When the system
is not dc biased (i.e. Idc = 0), dV/dI = 0 in the super-
conducting state, and it is positive and a maximum in
the insulating state (Fig. 2). Thus, it can be seen that
d2V/dI2 = 0 in both the superconducting and the insu-
lating states. However, the third derivative, d3V/dI3 ≥
0 in the superconducting regime, whereas d3V/dI3 < 0
in the insulating regime. Therefore, the value of H⊥ at
which d3V/dI3 changes sign from positive to negative is
the critical field HC .

Figure 3 shows d3V/dI3 vs H⊥ for three different gate
voltages at which the system is superconducting at zero
field. Some non-monotonic features are seen at low fields,
which arise due to the curvature in the shape of the MR
(Fig. 1). As expected, the system transitions into the
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FIG. 3. (a) d3V/dI3 vs H⊥ for different gate voltages. The
horizontal dashed line indicates the zero of d3V/dI3. When
the third derivative crosses this line as a function of the field,
the system passes into an insulating state. The inset shows
the zoomed in region of the zero crossings for the three dif-
ferent gate voltages. The critical value of the field for Vg =
60 V is indicated by the arrow, HC = 159 mT. T = 50 mK.
(b) Measured HC as a function of different measured TCs for
the different gate voltages.
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insulating state for all the gate voltages at higher fields,
as seen by the change in sign of the curves, and the criti-
cal fields are different for the different gate voltages. For
Vg = 60 V, HC = 159 mT, indicated by the arrow. This
value of HC is confirmed by the measurements of Fig.
2, where precisely at H = 159 mT one sees the change
from superconducting to insulating behaviour. Figure 3b
shows the dependence of HC on the measured transition
temperature, TC , for the different gate voltages. It was
argued by Fisher [2] and demonstrated by Hebard and
Paalanen [4], that near the critical point of the disor-

der driven transition, HC ∼ T
2/z
C . We do not see such

behaviour in our data, but that could be because at the
measured gate voltages we are still relatively far from the
gate voltage at which the SIT occurs in the gate-voltage
tuned transition.

With the values of HC extracted from the d3V/dI3

measurements one can proceed to the scaling analysis of
the MR data. This is shown in Fig. 4 for the different
gate voltages. The MR data are reasonably well scaled
for the measured range of temperatures. The critical ex-
ponent product that best scales the data is zν = 7/3,
which is expected where quantum percolation is domi-
nant [16, 23]. For inhomogeneous systems that show a
phase transition from a conducting to a non-conducting
state, quantum percolation signifies transport through
charge tunneling (as opposed to direct transport) be-
tween two conducting regions across a non-conducting
region. In the 2D SIT, the question is whether the princi-
pal charge transport is through Cooper pairs (Bosons) or
through electrons (Fermions) as the magnetic field is in-
creased. Given that our samples have low disorder (min-
imum kF l ≈ 19, at Vg = 20 V; where kF is the Fermi
wave vector and l is the elastic mean free path), it is un-
likely that electrons would be localized on isolated grains
in the weakly insulating regime. If the dominant carri-
ers were Cooper pairs, however, one could imagine that
the Cooper pairs would be localized on superconduct-
ing islands, isolated from Cooper pairs on other islands
by intervening normal regions, with the principal trans-
port mechanism being tunneling of Cooper pairs from one
island to another. Consequently, the dominant charge
transport at the transition occurs through Cooper pair
tunneling, implying that even beyond the transition into
the insulating side, Cooper pairs and hence the super-
conducting order parameter survive locally while global
phase coherence is lost. Of course, a more local probe
(like a scanning probe microscope) of the superconduct-
ing phase correlations would help shed more light on the
matter.

In conclusion, we have measured the magnetic field
induced superconductor-to-insulator transition at the
LAO/STO interface. As seen in the gate voltage tuned
transition at this interface, the magnetic field also causes
the system to transition into a weakly insulating state.
This state is characterized by a weak temperature depen-
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FIG. 4. R� vs |H −HC |/T 1/zν for (a) Vg = 60 V, (b) Vg =
40 V, and (c) Vg = 20 V. The critical exponent product zν =
7/3 which is predicted theoretically to occur for quantum per-
colation best fits the data, such that visually all the curves
collapse onto each other. HC is obtained from third derivative
measurements as explained in the text.

dence of the MR. The critical exponents obtained from
the scaling of the MR data indicate that quantum per-
colation effects dominate the physics at this transition,
signifying the tunneling of Cooper pairs contributes to
the transport in this system on the insulating side.
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